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Location H21-cut is where the mate 14 M3 TO
mount was removed

Figure 7. Fracture surfaces along the LS3 weld. 10 is on the bottom, where the measure tape is
located.
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Figure 8. Fracture surfaces along the CS4 weld. 10 is on the right, where the measure tape is
located.
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